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we are certified from ISO and CE

TECHNICAL SPECIFICATION

DEVIATION IN LENGTH

DEVIATION IN WIDTH

DEVIATION IN THICKNESS

STRAIGHTNESS IN LENGTH SIDE

STRAIGHTNESS IN WIDTH SIDE

RECTANGULARITY IN LENGTH

RECTANGULARITY IN WIDTH

SURFACE FLATNESS IN LENGTH

SURFACE FLATNESS IN WIDTH

EDGE CURVATURE OF LENGTH

EDGE CURVATURE OF WIDTH

UNO- EN - ISO - 10545-2

UNO- EN - ISO - 10545-2

UNO- EN - ISO - 10545-2

UNO- EN - ISO - 10545-2

UNO- EN - ISO - 10545-2

UNO- EN - ISO - 10545-2

UNO- EN - ISO - 10545-2

UNO- EN - ISO - 10545-2

UNO- EN - ISO - 10545-2

UNO- EN - ISO - 10545-2

UNO- EN - ISO - 10545-2

SURFACE QUALITY  

WATER ABSORPTION

BREAKING  STRENGTH

MODULUS OF RUPTURE

RESISTANCE TO DEEP ABRASION

COEFFICIENT OF RESTITUTION (RESISTANCE TO IMPACT)

COEFFICINET OF LINEAR THERMAL (EXPANSION (ROOM TEMP. TO 1003 C)

MOISTURE EXPANSION

RESISTANCE TO THERMAL SHOCK

RESISTANCE TO CRAZING

RESISTANCE TO FROST

RESISTANCE TO GREEN STAIN

RESISTANCE TO RED STAIN

RESISTANCE TO BLUE / BLACK STAIN

RESISTANCE TO OIL BASED STAIN

RESISTANCE TO LOW CONC. ACID

RESISTANCE TO LOW CONC. ALKALI

RESISTANCE TO HIGH CONC. ACID.

RESISTANCE TO HIGH CONC. ALKALI

RESISTANCE TO HOUSE HOLD CHEMICALS

RESISTANCE TO SWIMMING POOL SALTS

RELEASE OF LEAD

RELEASE OF CADMIUM

UNO- EN - ISO - 10545-2

UNO- EN - ISO - 10545-3

UNO- EN - ISO - 10545-4

UNO- EN - ISO - 10545-4

UNO- EN - ISO - 10545-7

UNO- EN - ISO - 10545-5

UNO- EN - ISO - 10545-8

UNO- EN - ISO - 10545-10

UNO- EN - ISO - 10545-9

UNO- EN - ISO - 10545-11

UNO- EN - ISO - 10545-12

UNO- EN - ISO - 10545-14

UNO- EN - ISO - 10545-14

UNO- EN - ISO - 10545-14

UNO- EN - ISO - 10545-14

UNO- EN - ISO - 10545-13

UNO- EN - ISO - 10545-13

UNO- EN - ISO - 10545-13

UNO- EN - ISO - 10545-13

UNO- EN - ISO - 10545-13

UNO- EN - ISO - 10545-13

UNO- EN - ISO - 10545-15

UNO- EN - ISO - 10545-15
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TEST NAME TEST METHOD

0.02%

0.00%

0.85%

0.03%

0.03%

0.03%

0.04%

0.03%

0.02%

0.03%

0.05%

100% DEFECT FREE

0.057%

1950.77 N

41.0 N / mm2

1500 REVOLUTION PASS

0.85

2.67 X 10-6

0.002 mm/M

NO DAMAGE OBSERVED

NO DAMAGE OBSERVED

100 CYCLE PASS

CLASS 5 PASS

CLASS 5 PASS

CLASS 5 PASS

CLASS 5 PASS

GLA

GLA

GLA

GLA

GA

GA

0.008 mg/dm3

0.004 mg/dm3

TEST RESULT

+/- 0.6%

+/- 0.6%

+/- 5%

+/- 0.5%

+/- 0.5%

+/- 0.5%

+/- 0.5%

+/- 0.5%

+/- 0.5%

+/- 0.5%

+/- 0.5%

95% DEFECT FREE

</= 0.5%

>1300 N

MIN. 35 N / mm2

NO MIN. STANDARD

NO MIN. STANDARD

9 X 10-6 AT MAX.

NO MIN. STANDARD

10 CYCLE PASS AND NO DAMAGE

2 CYCLE PASS AND DAMAGE

50 CYCLE PASS

MIN. CLASS 3

MIN. CLASS 3

MIN. CLASS 3

MIN. CLASS 3

NO. MIN STANDARD

NO. MIN STANDARD

NO. MIN STANDARD

NO. MIN STANDARD

MIN. CLASS B

MIN. CLASS B

0.8 mg/dm3

0.07 mg/dm3

ISO STANDARD



Survey No. 79/1 p 1, 

Gala Chowkdi, 8A National Highway, Village-Gala,

Morbi, Gujarat - 363642

RIO GRANITO INDIA LLP. 

www.riogranito.com

Email : info@riogranito.com


	Page 1
	Page 2
	Page 3
	Page 4
	Page 5
	Page 6
	Page 7
	Page 8
	Page 9
	Page 10
	Page 11
	Page 12
	Page 13
	Page 14
	Page 15
	Page 16
	Page 17
	Page 18
	Page 19
	Page 20
	Page 21
	Page 22
	Page 23
	Page 24
	Page 25
	Page 26
	Page 27
	Page 28
	Page 29
	Page 30
	Page 31
	Page 32
	Page 33
	Page 34
	Page 35
	Page 36
	Page 37
	Page 38
	Page 39
	Page 40
	Page 41
	Page 42
	Page 43
	Page 44
	Page 45
	Page 46
	Page 47
	Page 48
	Page 49
	Page 50
	Page 51



